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 DIVISION 800 
 MATERIALS 
 
 
801 HYDRAULIC CEMENT 
 

801.01 Portland Cement 
801.02 Masonry Cement 
801.03 Blended Hydraulic Cement 

 
802 BITUMINOUS MATERIALS 
 

802.01 General 
802.02 Asphalt Cement 
802.03 Tar 
802.04 Cut-Back Asphalt 
802.05 Emulsified Asphalt 
802.06 Bituminous Materials for Waterproofing 
802.07 Softening Agent 
802.08 Liquid Anti Strip Additive 
802.09 Emulsified Asphalt for Concrete Vaults 

 
803 AGGREGATES 
 

803.01 Fine Aggregate for Portland Cement Concrete 
803.02 Coarse Aggregate for Portland Cement Concrete 
803.03 Fine Aggregate for Bituminous Concrete 
803.04 Coarse Aggregate for Bituminous Concrete 
803.05 Mineral Filler for Bituminous Concrete 
803.06 Fine Aggregate for Masonry Mortar 
803.07 Lightweight Aggregate for Structural Concrete 
803.08 Aggregate for Asphaltic Surface (Light Cover) 
803.09 Aggregate for Slurry Seal 
803.10 Aggregate for Bituminous Surface Treatment 
803.11 Aggregate for Riprap 

 
804 AGGREGATES FOR SOILS CONSTRUCTION 
 

804.01 General 
804.02 Embankment Backfill 
804.03 Blanket Soil 
804.04 Base Course and/or Structural Backfill 
804.05 Trench Backfill 
804.06 Trench Subgrade Gravel 
804.07 Flowable Backfill 

 
805 AGGREGATES FOR DRAINAGE 
 

805.01 General 
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805.02 Fine Aggregate for Previous Fill 
805.03 Coarse Aggregate for Underdrain 
805.04 Blanket Soil for Underdrain 

 
806 MASONRY UNITS 
 

806.01 Clay or Shale Brick 
806.02 Pressed Concrete Block Pavers 
806.03 Concrete Brick 
806.04 Glazed Ceramic Tile 
806.05 Mortar Mixtures 

 
807 JOINT MATERIALS 
 

807.01 Preformed Expansion Joint Filler 
807.02 Joint Sealing Materials 
807.03 Load Transfer Assemblies 
807.04 Tie Rod Assemblies and Tie Rods 
807.05 Waterstops 
807.06 Compression Seals 
807.07 Tile Joint Sealant 

 
808 NON-METALLIC PIPE 
 

808.01 PCC Pipe 
808.02 Polyvinyl Chloride (PVC) Pipe 
803.03 Clay Pipe 
803.04 Gaskets 

 
809 METAL PIPE AND FITTINGS 
 

809.01 Ductile Iron Pipe and Fittings 
809.02 Corrugated Metal Culvert Pipe and Pipe Underdrain 
809.03 Cast Iron Pipe 
809.04 Steel Pipe 
809.05 Copper Tube 

 
810 VALVES AND HYDRANTS 
 

810.01 Valves 
810.02 Fire Hydrants 

 
811 PAINTS, COATINGS AND PRESERVATIVES 
 

811.01 General 
811.02 Raw Materials 
811.03 Prime Coat 
811.04 Intermediate Coat 
811.05 Topcoat 
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811.06 Solvents 
811.07 Galvanizing 
811.08 Aluminum Coatings 
811.09 Wood Preservatives 

 
812 REINFORCING STEEL AND WIRE ROPE 
 

812.01 Welded Wire Fabric 
812.02 Deformed Reinforcing Steel 
812.03 Epoxy Coated Reinforcement Bars 

 
813 FENCE AND GUIDERAIL 
 

813.01 Barbed Wire 
813.02 Woven Wire 
813.03 Chain link Fence and Gates 
813.04 Metal Beam Rail 
813.05 Timber Rail 
813.06 Fence Posts 
813.07 Guiderail Posts 
813.08 Box Beam Rail 

 
814 CONCRETE CURING MATERIALS AND ADMIXTURES 
 

814.01 Burlap 
814.02 Sheet Materials 
814.03 Liquid Membrane Curing Compounds 
814.04 Air Entraining Admixtures 
814.05 Chemical Admixtures 
814.05 Color Admixtures 

 
815 METAL FOR STRUCTURES 
 

815.01 Structural Steel 
815.02 Prestressing Reinforcement 
815.03 Steel Castings 
815.04 Gray Iron Castings 
815.05 Ductile Iron Castings 
815.06 Bronze Castings 
815.07 Carbon Steel Forgings 
815.08 Alloy Steel Forgings 
815.09 Cold Finished Carbon Steel Shafting 
815.10 Copper-Alloy Plates 
815.11 Lead 
815.12 Sheet Zinc 
815.13 Copper Flashing 
815.14 Turnbuckles 
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816 PILES 
 

816.01 Timber Piles 
816.02 Steel H-Piles 
816.03 Cast-in-Place Piles 
816.04 Unfilled Tubular Steel Piles 
816.05 Bitumen Coating for Steel Piles 

 
817 PORTLAND CEMENT CONCRETE MIXTURES 
 

817.01 PCC Mix Design 
817.02 Materials 
817.03 Design Criteria 
817.04 Design Adjustments 
817.05 Construction Methods 

 
818 BITUMINOUS CONCRETE MIXTURES 
 

818.01 General 
818.02 Design Criteria 

 
819 LIGHTING AND ELECTRICAL MATERIALS 
 

819.01 General 
819.02 Lighting Standards 
819.03 Luminaires 
819.04 Housing Assemblies 
819.05 Ballasts 
819.06 Sockets 
819.07 Reflectors 
819.08 Refractors 
819.09 Junction Boxes and Covers 
819.10 Ground Rods 
819.11 Wires 
819.12 Electrical Conduit 
819.13 Conduit Expansion and Deflection Fittings 
819.14 Circuit Identification Materials 

 
820 LINE STRIPING 
 

820.01 General 
820.02 Hot Extruded Thermoplastic Compound 
820.03 Epoxy Thermoplastic (ETP) 
820.04 Traffic Paint 
820.05 Glass Beads 

821 MISCELLANEOUS MATERIALS 
 

821.01 Water 
821.02 Bearing Pads 
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821.03 Lime 
821.04 Precast PCC Sewer-Water Units 
821.05 Adapter Rings 
821.06 Anchor Bolts 
821.07 Manhole Steps 
821.08 Granulated Iron Blast Furnace Slag 
821.09 Fly Ash 
821.10 Epoxy 
821.11 Fabrics and Membranes 
821.12 Concrete Sealants 
821.13 Loop Sealant 
821.14 Wood 
821.15 Raised Reflective Markers 
821.16 Impervious Subgrade Material 
821.17 Formulated Latex Modifier 
821.18 Pipe Jointing Compound 

 
822 ROADSIDE IMPROVEMENTS 
 

822.01 Topsoil 
822.02 Fertilizer 
822.03 Seed 
822.04 Mulch 
822.05 Sod 
822.06 Peat 

 
823 SIGNING MATERIALS 
 

823.01 Sign Posts 
823.02 Reflective Sheeting 
823.03 Steel Sign Structures 
823.04 Guide Sign Panels, Traffic Sign Panels, Hazard Markers, Demountable Characters, and 

Delineators  


